2060200-OMV

EPA FORM R 96

fron +

3200 Shop Total Pounds ~ Chromium Nickel  Copper Manganese Phosphorus  Sulfur Silicon  Molybdenum Trace
T304 2,209,068 419,723 198,816 44,181 994 663 220,907 1,323,784
T304H 65,520 12,449 5897 1,310 29 20 6,552 39,263
T304L 3,323,416 631,449 299,107 66,468 1,496 997 332,342 1,991,557
T316 1,121,778 190,702 134,613 22,436 505 337 112,178 28044) 632963
T316 (.04 MIN CARBON ) 34,404 5,849 702 688 15 10 3,440 860 22,839
T316L 5,735,657 975,062 117,007 114,713 2,581 1,724 573,566 143,391] 3,807,616
T316L (2.75% MOLY) 93,249 15,852 1,902 1,865 42 28 9,325 2,564 61,670
T317L 671,723 127,627 94,041 13,434 302 202 67,172 23510( 345433
T309S 0 0 0 0 0 0 0 0
T310S 267, 67 37 5 0 0 40 117
T321 66,376 12,725 7,367 1,340 30 20 5,698 38,796
T347 6,305 1,135 694 126 3 2 630 3,715
HAST 276 1,269 254 736 13 1 0 127 139
ALLOY 20 59 12 22 1 0 0 6 18
OTHER HAST 27 6 15 0 0 0 3 2
A20CB3 4,299 860 1,548 150 86 2 0 430 1,223
904L 44,729 10,288 11,629 895 20 0 4,473 17 424
INCO 600 8,530 1,280 6,142 43 85 4 0 853 124
INCO 625 36,504 5,536 26,571 185 369 17 0 3,690 537
INCO 800 4,230 635 3,046 21 42 2 0 423 62
INCO 825 2,442 366 1,758 12 24 1 0 244 36
NICKEL 200 0 0 0 0 0 0 0 0 0
90-10 CUNI 899,344 134,902 647,528} 4,497 8,993 405 0 89,934 13,085
70-30 CUNI 327,345 49,102 235,688] 1,637 3,273 147 0 32,734 4,763
TITANIUM 680 102 489 3 7 0 0 68 10
6061 ALUM 4,301 645 3,097 22 43 2 0 430 63
5086 ALUM 0 0 0 0 0 0 0 0 0
OTHER ALUM 649 97 467 3 6 0 0 65 9
EVERDUR 655 1,496 224 1,077 7 15 1 0 150 22

Totals For 3200 14,664,666 2,596,947 1,799,999 6,580 280,421 6,599 3999 1,466,480 198,371 8,305,271

14,664,666



€060200-OMV

EPA FORM R 96

3405 Fab Shop Total Pounds  Chromium Nickel  Copper Manganese Phosphorus  Sulfur Silicon  Molybdenum Iron + Trace
T304 54,639 10,381 4,917 546 25 16 5,464 33,289
T304H 0 0 0 0 0 0 0
T304L 2,781,480 528,481 250,333 27815 1,252 834 278,148 1,694,617
T316 319,076 54,243 38,289 3,191 144 9 31,908 7977 183,229
T316 {04 MIN CARBON ) 0 0 0 0 0 0 0 0
T316L 858,651 145,971 17,516 8,587 386 258 85,865 21,466 578,602
T316L (2.75% MOLY) 200,960 34,163 4,100 2,010 20 g0 20,096 5,526 134,914
T3H7L 70,138 13,326 9,819 701 32 21 7,014 2,455 36,770
T309 0 0 0 0 0 0 0
13108 24,875 6,219 3,482 249 11 7 2,487 12,418
T321 0 0 0 0 0 0 0
T347 0 0 0 0 0 0 0
HAST 276 12,955 2,591 7,514 130 6 0 1,296 1,419
ALLOY 20 0 0 0 0 0 0 0 0
OTHER HAST 0 0 0 0 0 0 0 0
A20CB3 4,788 958 1,724 168 48 2 0 479 1,410
904L 3,582 824 931 18 36 2 0 358 1413
INCO 600 0 0 0 0 0 0 0 0
INCO 625 0 0 0 0 0 0 0 0
INCO 800 0 0 0 0 0 0 0 0
INCO 825 0 0 0 0 0 0 0 0
NICKEL 200 0 0 0 0 0 0 0 0
90-10 CUNI 19,052 2,858 13,717 95 191 9 0 1,905 277
70-30 CUNI 729 109 525 4 7 0 0 73 11
TITANIUM 0 0 0 0 0 0 0 0
6061 ALUM 0 0 0 0 0 0 0 0
5086 ALUM 0 0 0 0 0 0 0 0
OTHER ALUM 0 0 0 0 0 0 0 0
EVERDUR 6655 0 0 0 0 0 0 0 0
Tantalum 155 23 112 1 2 0 0 16 2
Totals 4,351,079 800,147 352,981 285 43,511 1,958 1,293 435,108 37424 2678372
Total Pounds ~ Chromium Nickel ~ Copper Manganese Phosphorus  Sulfur Silicon  Molybdenum

19,015,745 3,397,094 2,152,980 6,865 323,931 8,557 5291 1,901,588 235,795 10,983,644

Maximum Amount (2 months supply) 3,169,291 566,182 358,830 1,144 53,989 1,426 882 316,931 39,299 1,830,607

Area Affected by All Processing Methods {Approximate 1/16" strip)

25,728 4,596 2,913 9 438 12 7 2,573 319 14,861
% of Total Above 17.86% 11.32% 0.04% 1.70% 0.05% 0.03% 10.00% 1.24% 57.76%

4,351,079

19,015,745

100.00%



